BUREAU

PIPE TESTING
Client: Cromford Pty Ltd Issue Date: 21/10/09
PO BOX 1196 Test Date: Various
Moss Vale NSW 2577 Report No:  09ARTH1373491- Pt 2
Attn: Peter Bowditch Client Ref: PO No. 10711
Test Specification: AS2439 Part 1-2007
Type: Type 1 (corrugated pipe)
Classification: Class 1000 (SN20)
Pipe Diameter: 100mm
Pipe Material: PVC
Sample Identification:  Sample A
Test Results

Test Results Compliance
Bending No splitting or cracking of the pipe was noted. PASS
Straightening | No splitting or cracking of the pipe was noted. PASS
High
Temperature No splitting or cracking of the pipe was noted. PASS
Impact
Low
Temperature No splitting or cracking of the pipe was noted. PASS
Impact

Deflection at 5% Deflection at 10%

(N/m.m) Avg (N/m.m) (N/m.m) Avg (N/m.m)

Pipe Stiffness Test #1 = 20,000 Test #1 = 17,690 PASS

Test #2 = 20,238 20,269 Test #2 = 17,498 17,628

Test #3 = 20,570 Test #3 = 17,696

Testing Officers: Adrian Fahey and Dylan Randall
Status: Materials Testing Officer

s

Simon Harris
Laboratory Manager
Materials Services

This report was prepared by Bureau Veritas expressly for the customer as nominated on the front cover. Neither Bureau Veritas nor any person acting in its behalf (a) makes any warranty,
express or implied, with respect to the use of any information or methods disclosed in this report or (b) assumes any liability with respect to the use of any information or methods disclosed in this
report. Any recipient of this document, by their acceptance or use of this document, releases Bureau Veritas and their affiliates from any liability for direct, indirect, consequential or special loss or
damage whether arising in contract, warranty, express or implied, tort or otherwise, and irrespective of fault, negligence and strict liability.

Email copies of this report are not official unless authenticated and signed by Bureau Veritas and are not to be modified in any manner without the express written consent of Bureau Veritas.

Test samples and off cuts of client test samples sent to Bureau Veritas for investigation will be retained in a weather proof area for approximately one month after the issue of this report and for a
further two months in external storage before disposal. If these parts are required by you then you must contact Bureau Veritas to arrange pick up before this term has elapsed. Page 1 of 1




