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PIPE TESTING 
 
Client: Cromford Group Pty Ltd Issue Date: 16/07/10 

Test Date: July 2010 Address: PO Box 1196 
MOSS VALE NSW 2577 Report No: 10ARTH1896647 

Attention: Steve Anderson Client Ref: PO No. 11469 
 
Test Specification: AS 2439.1 – 2007 
Pipe Type / Classification: Type 1 / Classification SN20 
Pipe Diameter: 100mm 
 

Test Results 

Clause Test Result Compliance 

5.2 Bending No splitting or cracking was noted. PASS 

5.3 Straightening No splitting or cracking was noted. PASS 

5.4 
High Temperature 
Impact Resistance 

No splitting, cracking or significant indentation was 
noted. 

PASS 

5.5 Low Temperature 
Impact Resistance 

No splitting, cracking or significant indentation was 
noted. 

PASS 

Stiffness @ 5% deflection  20,621 N/m/m 
5.7 Pipe Stiffness 

Stiffness @ 10% deflection  18,334 N/m/m 
PASS 

 
Testing Officer: Adrian Fahey / Dylan Randall 
Status: Materials Testing Officer(s) 
 
 
 

   
Paul Hosking 
Technical work coordinator 
Materials Services 
 


